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B

Geochemical
Lab Report

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R9N-30158.4 ¢ COMPLETE )

REFERENCE INFO: N-65

-

CI TENT: BROHM MINTNG CORPORATION

SUBHTTTED BY: BARRON

PROJECT: R9N-687 DATE PRINTED: 1-MAR-9N
NUMBER OF LOUER
ORDER ELEMENT ANALYSES ~ DETECTION LTMIT EXTRACTTON METHOD
1 Au Gold 13 (1.o02 opPT Fire Assay
2 AU DUP GOLD DUPLICATE -150 1 0.002 oPT Fire Assay
3 AU Dup Gold Duplicate il n.u01 oPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATTONS  NUMBER
7—OFHER-DREH—TYPES 13 2=—=150 13 ASSAY PREP 13
SAMPIF PICKUP/MTLE 1

REPORT COPIES TO: MR. JIM BARRON
MR. JIN BARRON

INVOICE TO: MR. JTM BARRON




Bondar-Clegg, Inc. Geochemical
625 Spice Island, Dr.
Building 1, Uit A I;ab Report
Spark®, Nevada 89431
702 (359-9330) BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED: 1-MAR-91)

REPORT: R90-3(1158.4 J [ PROJFCT: R90-687 PAGE 1

SAMPLE ELEMENT Au AU DUP AU Dup

NUNBER UNITS oPT o0PT o0PT

72 R9D-687 N-5 <n.on?

72 R90-687 5-10 <0.002 - \

72 R90-687 10-15 <0.002 o ~ )

22 R90-687 15-201 <0.002 A\ \

72 R9D-687 20-25 <0.002 ey TN \ —

72 R90-687 25-30 <0.002 \

72 R90-687 30-35 <0.002 { \

72 R90-687 35-40 0.002 \

72 R9D-687 40-45 0002 <0.0M2 c vy

72 R90-687 45-50 <0.002 \.-

72 R90-687 5N-55 <0.002

72 R90-687 55-601 0.014

72 R9N-687 60-65 <n.0n2







gy & W Bondar-Clegg, Inc.
625 Spice Island Dr.

Building 1, Unit A

Sparks, Nevada 89431

“BONDAR-CLEGG , 702 (359-9330)

Invoice : R078864, Page 1
BROHM MINING CORPORATION

L o T i e

MR. JIM BARRON Date :  1-MAR-90
PO BOX 485
DEADWOOD, SOUTH DAKOTA Report No: R90-30158.4
57732 * Project : R90-687
i Reference: 0-65
;E BARRON
13 Analyses of Gold at § 7.00 8 91.00
1 Analyses of GOLD DUPLICATE -150 at $ 0.00 § 0.00
0 Analyses of Gold Duplicate at § 0.00 S 0.00
Subtotal : S 91.00 S 91.00
: A R e, B4 - h e .+ .
Sample Preparation
13 Samples of ASSAY PREP at § 3.00 S 39.00
1 Sample of SAMPLE PICKUP/MILE at $12.00 § 12.00
Subtotal " S 51.00 S 51.00

Miscellaneous Charges

2% DEADWOOD SALES TAX S 1,02
4% S. DAKOTA SALES TAX § vhe S 2.04
Subtotal I L ey S 3.06 S 3.06
"3InVOice4Total: S 145.06 U.S.
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THIS IS A PROFESSIONAL SERVICE
; ACCOUNTS DUE WHEN RENDERED
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Bondar-Clegg, Inc. Geochemical
625 Spice Island Dr.
Building 1, Unit A Lab Report
Sparks, Nevada 89431
702 (359-9330) BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
REPORT: R9N-30159.4 ( COMPLETE ) —I L REFERENCE INFO: 65-365
CLTENT: BROHNM WINTNG CORPORATION SUBNTTTED BY: BARRON
PROJECT: R9N-687 DATE PRINTFD:  5-MAR-90
NUKBFR OF LOMER
ORDER ELFNENT ANALYSES ~ DETECTION LINIT EXTRACTION METHOD
1 Au Gold 60 (1.002 oPT Fire Assay
2 AU DUP GOLD DUPLICATE -150 6 0.002 OPT Fire Assay
3 AU Dup Gold Duplicate f (.001 oPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACITONS NUMBER SAMPLE PREPARATIONS NUMBER
7 OTHER DRITITYPES 3] YA ) 1] ASSAY PREP [
EXCESSIVE WETNFSS/LB 1347
SAMPLE PICKUP/MILE 1
REPORT COPIES T0: MR. JIN BARRON INVOICE TO: MR. JIN BARRON

MR JIM BARRON
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Bondar-Clegg, lnc.’ L Geochemical
625 Spice Island Dr.
Building 1, Unit A Ec Lab Report
Sparks, Nevada 89431
702 (359.933%0) BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES
DATE PRINTED: 5-HAR-90

REPORT: R90-30159.4 4] PROJECT: R90-687 PAGE 1

SANPLE ELFMENT Au_ AUDUP AU Dup SAMPLE ELENENT Au_ AUDUP AU Dup

NUMBER UNTTS  OPT oPT 0PT NUMBER CCUNTTS- - OPT 0PT oPT

i 1LAi &

72 R90-687 65-70 <n.0n2 22 RIN-687 265-210 7 Tl nna

22 R90-687 70-75 0.018 72 R90-687 270-275 <0002 <0.002

22 R90-687 75-81 0.0n7 22 RIN-687 275-280 <0.002_ <0.002

22 R90-687 8(1-85 0.5 22 R9N-687 2801-285 <0.002

22 R90-687 85-91 0,003 22 R9N-687 285-290 <0.002

72 R90-687 90-95 .02 22 R9N-687 2901-295 <0.002

22 R90-687 95-100 0.0n5 22 RIN-687 295-300 <0.002

22 R90-687 100-105 0.0006 22 R9N-687 300-305 <0.002

22 R90-687 105-110 0,002 22 R9N-687 305-310 <0.002

72 R90-687 110-115 n.on2  <n.un? 22 R9N-687 310-315 <0.002

72 R90-687 115-120 0.0n2 22 RIN-687 315-320 <0.002

22 R90-687 120-125 0.002 22 R9N-687 320-325 <0.002

72 R90-687 125130 0.002 22 R9N-687 325-330 <0.002

22 R90-687 130-135 0.004 22 R9N-687 330-335 <0.002

22 R90-687 135-14D n.on2 22 R9N-687 335-34D <0.002

72 R90-687 1401-145 0.021 22 R90-687 340-345 <0.002

22 R90-687 145-150 0.004 22 RON-687 345-350 0.006

72 R90-687 150-155 <0.002 22 R90-687 350-355 <0.002

22 R90-687 155-160 <n.onz 22 R9N-687 355-360 <0.002

72 R90-687 1601-165 0.002 0003 22 R9N-687 360-365 <0.002

72 R90-687 165-170 <0002

22 R90-687 170-175 0.004

72 R90-687 175-180 <0.002

72 R90-687 1801-185 <0.002

22 R90-687 185-190 <0.002

22 R90-687 1901195 0.002

72 R90-687 195-200 <0.002

22 R90-687 200-205 <0.002

22 R90-687 205-210 <0.002

22 R90-687 210-215 <0.002

72 R90-687 215-220 <0.002

22 R90-687 2201-225 <0002 <0.002

72 R90-687 225-230 n.003

72 R90-687 230-235 <0.002

72 R90-687 235-240 <0.002

72 R90-687 2401-245 <0.002

72 R90-687 245-250 <0.002

22 R90-687 250-255 0,002 <0.002

22 R90-687 255-260 <0002

12 R90-687 26(1-265 <0.002
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BROHM MINING CORPORATION
MR. JIM BARRON

PO BOX 485

DEADWOOD, SOUTH DAKOTA
bi132

Invoice

Date

Bondar-Clegg, Inc.
625 Spice Island Dr.

Building 1, Unit A
Sparks, Nevada 89431
702 (359-9330)

: R078927, Page 1

06-MAR-90

Report No: R90-30159.4

Proiject

: R90-687

Reference: 65-365

BARRON
60 Analyses of Gold ‘at s 7.00 8 420.00
6 Analyses of GOLD DUPLICATE ~150 at $ 0.00 S 0.00
0 Analyses of Gold Duplicate at § 0.00 § 0.00
Subtotal S 420.00 S 420.00
Sample Preparation
60 Samples of ASSAY PREP at § 3.00 § 180.00
1347 Samples of EXCESSIVE WETNESS/LB at $ 0.20 § 269.40
1 Sample of SAMPLE PICKUP/MILE at §12.00 S 12:00
Subtotal S 461.40 S 461.40
Miscellaneous Charges
2% DEADWOOD SALES TAX $ 9.23
4% S. DAKOTA SALES TAX S 18.46
Subtotal S 27.69 S 27.69

Invoice Total:

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

S 909.09 U.s.
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Bondar-Clagg, Inc. Geochemical
625 Sp¥e Island Dr.

Building 1, Unit A Lab Report
Sparks, Nevada 89431

702 (359-9330) BONDAR-CLEGG

A DIVISION OF INCHCAPE INSPECTION & TESTING SERVICES

REPORT: R9N-3N16N.4 ( COMPLETE )

REFERENCE INFO: 365-625

CI TENT: BROHM MTNING CORPORATION
PROJECT: R9N-687

SUBMTTTED BY: BARRON
DATE PRINTED: 1-MAR-9D

NUNBFR OF LOWER
ORDER ELEMENT ANALYSES ~ DETECTION LTMIT EXTRACTION METHOD
1 Au Gold 52 0.002 oPT Fire Assay
2 AU DUP GOLD DUPLICATE -151 7 0.002 oPT Fire fAssay
3 AU Dup Gold Duplicate il f.um oPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SANPLE PREPARATIONS NUMBER
7—OTHER DRTH—TYPES 52 ==150 52 ASSAY PREP 52
EXCFSSIVF WFTNFSS/LB 1175
SAMPLE PICKUP/MILE 1
REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON

MRITHDARRON
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Bondar-Clegg, | .l g
ndar- s INC.
625 Splee lks:lga%\d Dr. Geochemical
Building 1, Unit A Lab Report
Sparks, Nevada 89431
38?(359-9330) BONDAR-CLEGG
A DIVISION OF INCHCAPE INSPECTION & TESTING SERV;(‘ES
' DATE PRINIFD: 1-MAR-9N
REPORT: R90-301160.4 i‘RiI;L;FROJFb&EfR9ﬂ~681“f PAGE 1
| et L

SAMPLE FLEMENT Au AU DUP AU Dup SAMRLE = ELENENT Au  AUDUP AU Dup

NUMBER UNTTS  OPT 0PT 0PT NUMGER ()0 EIRIIS) 4 opT 0PT 0PT

72 R90-687 365-37N 0.002 <0.002 72 ROMBET SE5=ST0 ™~ <12

22 R90-687 370-375 <0.007 22 R90-687 570-575 0.003

72 R90-687 375-38N <0.0n2 22 R9N-687 575-580 0.004

22 R90-687 3801-385 <0002 22 R90-687 580-585 <0.002

22 R90-687 385-391 <n.0n2 22 R9N-687 585-590 A.002  <n.0n2

72 R90-687 3901-395 <0002 22 R90-687 590-595 <0.002

22 R90-687 395-40D <n.0n2 72 R9N-687 595-60N 0.004

72 R90-687 400-405 <0002 22 R9N-687 600-605 0.004

22 R90-687 405-41D n.0n3 22 R90-687 605610 <0.002

22 R90-687 410-415 0.003 22 R90-687 610-615 <0.002

72 R90-687 415-420 <0.002  <n.0n2 72 R9N-687 615-620 MN.002  <N.0n2

72 R90-687 4201-425 <0007 22 R9N-687 620625 <0.002

22 R90-687 425-43N 0.0n2

72 R90-687 4301435 <0.002

72 R90-687 435-44D <0.002

72 R90-687 44(1-445 <0.002

22 R90-687 445-45N <0.002

22 R90-687 45(1- 455 <0.002

72 R90-687 455-46D <0.002

72 R90-687 4601-465 0.003

72 R90-687 465-470 0.004

22 R90-687 470-475 0.005

22 R90-687 475-480 0007 0.007

22 R90-687 480-485 0.003

72 R90-687 485-491 0.002

72 R90-687 490-495 <0.002

22 R90-687 495-50N <0.002

22 R90-687 500-505 <0.002

22 R90-687 505-510 <0.002

72 R90-687 5101-515 0.002

22 R90-687 515-520 0.003

22 R90-687 5201-525 0.002  <0.002_

22 R90-687 525-530 <0.002  <0.002

72 R90-687 530-535 <0.002

22 R90-687 535-541 0.003

72 R90-687 54(1-545 0.003

22 R90-687 545-550 0.003

22 R90-687 5501-555 0.002

22 R90-687 555-560 <0.002

72 R90-687 5601-565 <0.002
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Bondar-Clegg, Inc.
625 Spice Island Dr.
Building 1, Unit A

Sparks, Nevada 89431

702 (359-9330)

Invoice : R078874, Page 1
BROHM MINING CORPORATION
MR. JIM BARRON Date 2~-MAR-90
PO BOX 485 N
DEADWOOD, SOUTH DAKOTA Report No: R90-30160.4
57732 Project : R90-687
Reference: 365-625
BARRON
52 Analyses of Gold at § 7.00 S 364.00
7 Analyses of GOLD DUPLICATE -150 at $ 0.00 S 0.00
0 Analyses of Gold Duplicate at $ 0.00 S 0.00
Subtotal S 364.00 S 364.00
Sample Preparation
52 Samples of ASSAY PREP at § 3.00 $§ 156.00
1175 Samples of EXCESSIVE WETNESS/LB at $§ 0.20 § 235.00
1 Sample of SAMPLE PICKUP/MILE at $12.00 $ 12.00
Subtotal S 403.00 S 403.00
Miscellaneous Charges
2% DEADWOOD SALES TAX S 8.06
4% S. DAKOTA SALES TAX S 16.12
Subtotal S 24.18 S 24.18

Invoice Total:

THIS IS A PROFESSIONAL SERVICE
ACCOUNTS DUE WHEN RENDERED

$ 791.18 U.s.
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